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Figure G.83 – Visual Ratings for Chamber Shelf 3, 3.0% Chloride, Post-Cracked 

 

 
Figure G.84 – Mass Loss and Strength Loss for Chamber Shelf 3, 3.0% Chloride, 

Post-Cracked 
 

0

10

20

30

40

50

60

70

80

90

No CI Aquron Axim Cortec Grace Master
Builders

Sika

Corrosion Inhibitors

V
is

ua
l R

at
in

gs

Surface Corrosion
Rib Loss

0

2

4

6

8

10

12

NO CI Aquron Axim Cortec Grace MB Sika
Corrosion Inhibitors

P
er

ce
nt

 M
as

s 
Lo

ss
 o

r S
tre

ng
th

 L
os

s

Mass Loss
Strength Loss


